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Biomaterials Research Results Cutting Performance Comparison of 1558 Metal Cutting/Transmetal Carbide Burs

1558 Metal Cutting/Transmetal Carbide Bur  
Average Volumetric Cutting Rate

V
ol

um
et

ric
 C

ut
tin

g 
R

at
e,

 m
m3 /s

Pass 1

Pass 3
0

1

2

3

4

5

6

7

Alpen
Speedster

Brasseler
SabreCut

Great White
Gold Series

Razor
Operative

5.6

4.6

3.5

2.6

4.9

4.4

4.6

3.9

Overall, averaged over 15 cuts  

Alpen Speedster is:
�O��60% faster  
than �Brasseler SabreCut

�O 14% faster  
than �Great White Gold Series

�O 22% faster  
than� Razor Operative

Alpen Speedster

New 100x magni�cation	 Used 100x magni�cation	

Brasseler SabreCut

New 100x magni�cation	 Used 100x magni�cation	

Great White Gold

New 100x magni�cation	 Used 100x magni�cation	

Razor Operative

New 100x magni�cation	 Used 100x magni�cation	


